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Location of School
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Caritas Yuen Long Chan Chun Ha Seondary Schoal
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Location of window
(Main Classroom 1-5/F, West )
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Location Width" Height"
1-5/F 130 43
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Location of window
(Main Classroom G-5/F, East)

Location Width" Height" Unit
G-5/F 50 52 102
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Sunlight




Detail of Testing day

Location : BAZ THIRREE F 258 %E 301,302
Date: 20/8/2010
Temperature: 32° C
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Total Solar Energy Rejected : 63%
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Window Location: East
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Solar Heat Test: Before VS After
Solar Film install




Solar Heat Test: Before VS After
Solar Film install




Solar Heat Test: Before VS
After Solar Film install

Total Energy Rejected:
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Solar Film (SI 35)




Temperature Test: Before VS
After Solar Film install
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Temperature Test: Before VS
After Solar Film install

FZ301 After install
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Temperature Test: Before VS
After Solar Film install

Total Temperature

Reduced :
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Solar Film (Sl 35)
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